Client: Colin Dunn Consulting Inc.
8756 Pender Park Drive
North Saanich British Columbia V8L 3Z5 Canada

MINERAL LABORATORIES

Canada www.bureauveritas.com/um Submitted By: Colin Dunn
Receiving Lab: RY,
Bureau Veritas Commodities Canada Ltd. ece!VIng_ ° Canada-Vancouver
h . Received: July 10, 2019
9050 Shaughnessy St Vancouver British Columbia V6P 6E5 Canada Report Date: July 22, 2019
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CLIENT JOB INFORMATION SAMPLE PREPARATION AND ANALYTICAL PROCEDURES
Project: Halogens Procedure Number of  Code Description Test Report Lab
Shipment ID: Code Samples Wagt (g) Status
P.O. Number SLBHP 22 Sorting, labeling and boxing samples received as pulps VAN
Number of Samples: 22 VG104-EXT 22 1:1:1 Aqua Regia Digestion - Ultratrace ICP-MS analysis 0.5 Completed VAN
SAMPLE DISPOSAL ADDITIONAL COMMENTS
RTRN-PLP Return After 90 days
Bureau Veritas does not accept responsibility for samples left at the laboratory
after 90 days without prior written instructions for sample storage or return.
Invoice To: Colin Dunn Consulting Inc.

8756 Pender Park Drive

North Saanich British Columbia V8L 375

Canada

M Commann
. : i “

CC: Dave Heberlein TJEEFREY CANNON

Geochemistry Department Supervisor

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Bureau Veritas assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“* asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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CERTIFICATE OF ANALYSIS VAN19001784.1

Method| VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104

Analyte Mo Cu Pb Zn Ag Ni Co Mn Fe As u Au Th Sr Cd Sb Bi \" Ca P

Unit ppm  ppm  ppm  ppm ppb ppm  ppm  ppm %  ppm  ppm ppb  ppm ppm  ppm ppm ppm  ppm % %)

MDL 0.01  0.01 0.01 0.1 2 0.1 0.1 1 0.01 0.1 0.1 0.2 0.1 0.5  0.01 0.02  0.02 2 0.01 0.001

1142C Vegetation 164 7663 1327 1917 98 770 183 3351 268 104 17 153 6.3 9694 043 034 0.19 52 17.89 0.310
1142 Vegetation 11.00 66.65 1.39 13557 239 532 11 5082  0.06 01  <0.1 1.6 02 7154 040 0.11 <0.02 <2 1047 4.193
1143 Vegetation 6.49 6230 1.18 1229.7 106 6.6 0.2 5879 0.04 0.3  <0.1 0.6 <0.1 13982 0.34 0.16 <0.02 <2 16.95 3.914
1145 Vegetation 17.78 2670 0.81 2753 26 1.6 0.3 1994  0.05 01  <0.1 0.8 <0.1 17018 0.35 0.07 <0.02 <2 1581 2.448
1148 Vegetation 21.85 97.74 122 893.0 104 280 14 7668  0.07 04  <0.1 12 <01 3818 051 0.07 <0.02 <2 12.62 >5]
1383 Vegetation 0.67 2311 084 6314 13 74 0.2 6034 0.02 01  <0.1 04 <01 15692 0.18 021 <0.02 <2 2599 1.557
1384 Vegetation 16.24 27.03 1.69 4936 33 5.6 04 3071 0.06 03 <01 <02 <01 6246 026 0.06 <0.02 <2 7.88 3.444
1385 Vegetation 0.64 19.37 065 596.9 25 6.5 0.8 >10000  0.02 04 <01 <02 <01 14194 023 052 <0.02 <2 2061 2.019
1386 Vegetation 3467 5482 219 7284 39 4.9 0.7 6041 0.06 02 <01 <02 <01 5423 022 014 <0.02 <2 1521 4.254
1387 Vegetation 8.23 5481 3.12 11476 42 9.8 0.3 2740 006 <01 <01 <02 <0.1 1159.7 0.34 0.05 <0.02 <2 1560 2.712
1387C Vegetation 163 7263 1220 1812 99  71.1 17.7 3226 255 102 16 425 6.4 9461 044 029 0.17 52 17.09 0.308
1388 Vegetation 758 5327 190 11417 38 8.8 0.3 2683 006 <01 <01 <02 0.1 12037 0.30 0.05 <0.02 <2 1583 2.692
1389 Vegetation 120 26.68 140 904.0 24 17 0.7 >10000 0.04 <01  <0.1 0.8 <01 11950 038 0.19 <0.02 <2 1825 2315
1390 Vegetation 1219 3393 201 81938 28 25 0.3 4500 0.04 <01 <01 <02 <0.1 >2000 0.18 0.08 <0.02 <2 1851 2.407|
1391 Vegetation 524 2800 093 829.2 21 4.8 04 >10000 0.02 <01 <01 <02 <0.1 8397 031 028 <0.02 <2 1815 2.197|
1392 Vegetation 17.40 2294 1.04 996.0 46 48 1.4 >10000  0.03 07 <01 <02 <01 7349 039 042 <0.02 <2 1721 3.166)
1393 Vegetation 6.15 1148 0.58 889.9 14 0.3 0.2 6347 004 <01 <01 <02 <01 9576 029 0.11 <0.02 <2 1566 3.158
1276 Vegetation 0.66 10.15 0.81 580.7 11 11.2 1.2 >10000 <0.01 <01 <01 <02 <01 9994 039 032 <0.02 <2 2194 2.158
1277 Vegetation 6.68 2995 1.18 439.9 36 3.1 0.3 4274 006 <01 <01 04 <01 2489 023 006 <0.02 <2 958 3.303
1278 Vegetation 2.67 18.85 3.40 894.6 26 208 0.7 >10000 0.03 <01 <01 <02 <0.1 9172 034 023 <0.02 <2 2031 2147
1407 Vegetation 846 66.27 2.65 1273.0 179 5.8 03 2636 005 <01 <01 <02 <0.1 12095 0.33 0.03 <0.02 <2 1279 3.625
1428 Vegetation 0.82 20.12 0.82 8713 30 17.2 1.8 >10000 0.02 <01 <01 <02 <01 11188 047 0.84 <0.02 <2 2056 2.587|

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS VAN19001784.1

Method| VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104

Analyte La Cr Mg Ba Ti B Al Na K w Sc Tl S Se Te Ga Cs Ge Hf Nb

Unit ppm  ppm %  ppm  ppm  ppm % % %  ppm  ppm  ppm % ppm ppm  ppm ppm ppm  ppm  ppm

MDL 0.5 0.5  0.01 0.5 10 20 0.01 0.001 0.01 0.1 01 0.02 0.02 01 0.02 0.1 0.02 0.1 0.02  0.02

1142C Vegetation 278 1663 099 91.0 284 120 405 0.094 148 0.2 76 020 037 <01 007 9.0 124 <01 020 <0.02
1142 Vegetation <05 <05 3.31 4390 210 399 0.03 0.363 >10  <0.1 03 <0.02 102 <01 <0.02 01  0.80 01 <0.02  0.03
1143 Vegetation <0.5 <05 3.35 2522 182 233 <0.01 0.174 947  <0.1 0.3 <0.02 075 <01 0.03 0.5 047 <01 <0.02 <0.02
1145 Vegetation <05 <05 1.36 903 116 355 0.02 0222 925 <0.1 09 <0.02 035 <01 <0.02 0.2 034 <01 <0.02 <0.02
1148 Vegetation <05 <05 179 2114 304 492  0.01 0.336 >10  <0.1 02 <0.02 046 <01 <0.02 0.6 0.30 0.1 <0.02 <0.02
1383 Vegetation <05 <05 1.02 666.0 66 337 006 0056 495 <0.1 05 <0.02 027 <01 003 03 020 <01 <0.02 <0.02
1384 Vegetation <0.5 06 201 212 165 386 0.05 0.330 >10  <0.1 14 <002 035 <01 <0.02 04 0.62 0.1 <0.02  0.03
1385 Vegetation <05 <05 126 525.0 88 189  0.31 0.064 697  <0.1 08 <0.02 075 <01 0.02 14 022 <01 <0.02 <0.02
1386 Vegetation <05 <05 227 644 199 337 0.03 0252 >10 0.1 0.8 <0.02 080 <01 <0.02 10 065 <01 <0.02 <0.02
1387 Vegetation <0.5 <05 170 120.0 131 332 0.03 0261 9.89 <0.1 04 <0.02 0.34 <01 <0.02 05 1.09 01 <0.02 0.02
1387C Vegetation 26.0 1407 095 846 267 145 405 0.106 145 0.1 74 019 0.34 <01 <0.02 87 129 <01 0.08 <0.02
1388 Vegetation <0.5 05 166 1288 132 315 0.03 023 975 <0.1 06 <0.02 031 <01 <0.02 02 1.06 <01 <0.02 <0.02
1389 Vegetation <05 <05 214 2223 108 181 005 0120 776 <0.1 07 <002 038 <01 <0.02 09 112 <01 <0.02 <0.02
1390 Vegetation <05 <05 3.10 301.4 108 250 0.02 0.140 842  <0.1 06 <0.02 040 <01 0.06 0.8 0.89 <0.1 <0.02 <0.02
1391 Vegetation <05 <05 151 3196 101 154  0.02 0.112 775 <0.1 0.8 <0.02 033 <01 <0.02 12 133 0.1 <0.02 <0.02
1392 Vegetation <0.5 07 169 166.8 150 264 004 0232 842 <0.1 10 <002 060 <01 <0.02 19 064 <01 <0.02 <0.02
1393 Vegetation <05 <05 156 121.8 141 293  0.02 0.106 674  <0.1 09 <0.02 025 <01 0.03 14 011 <01 <0.02 <0.02
1276 Vegetation 0.6 <05 142 4187 93 182  0.11 0.091 455  <0.1 04 <0.02 032 <01 0.05 20 035 <01 <0.02 <0.02
1277 Vegetation <05 <05 279 162 159 197 0.03 0.252 >10  <0.1 13 <002 077 <01 <0.02 16 036 <01 <0.02 <0.02
1278 Vegetation <0.5 <05 260 1134 93 283 0.04 0074 521  <0.1 0.5 <0.02 054 <01 0.03 16  0.71 0.1 <0.02 <0.02
1407 Vegetation <0.5 <05 244 159.1 164 743 0.01 0.142 >10  <0.1 05 <0.02 119 <01 <0.02 12 028 0.1 <0.02 <0.02
1428 Vegetation <05 <05 201 4883 121 269 0.12 0.082 639  <0.1 03 <0.02 061 <01 <0.02 24 029 <01 <0.02 <0.02

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS VAN19001784.1

Method| VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104

Analyte Rb Sn Ta Zr Y Ce In Re Be Li Pd PY

Unit ppm ppm ppm ppm ppm ppm ppm ppb ppm ppm ppb ppb)

MDL 0.1 0.1 0.05 0.1 0.01 0.1 0.02 1 0.1 0.1 10 2|

1142C Vegetation 24.2 0.7 <0.05 36 1217 45.9 0.05 <1 0.4 9.1 <10 <2
1142 Vegetation 270.0 <0.1 <0.05 0.5 0.15 0.3 <0.02 <1 0.1 14.6 <10 2]
1143 Vegetation 139.3 0.1 <0.05 0.2 0.05 0.1 <0.02 <1 <0.1 12.3 <10 <2
1145 Vegetation 60.1 0.1 <0.05 0.2 0.07 0.3 <0.02 2 0.1 16.1 <10 3]
1148 Vegetation 320.3 <0.1 <0.05 0.3 0.08 0.2 <0.02 <1 <0.1 14.2 <10 <2
1383 Vegetation 771 <0.1 <0.05 0.2 0.15 0.3 <0.02 <1 <0.1 6.1 <10 <2
1384 Vegetation 67.8 0.2 <0.05 0.3 0.09 0.5 <0.02 <1 <0.1 11.8 <10 <2
1385 Vegetation 84.3 <0.1 <0.05 0.2 0.19 0.5 <0.02 <1 0.2 7.2 <10 <2
1386 Vegetation 152.2 <0.1 <0.05 0.3 0.08 0.3 <0.02 <1 <0.1 11.0 <10 <2
1387 Vegetation 128.9 <0.1 <0.05 0.2 0.11 0.3 <0.02 <1 <0.1 11.2 <10 2
1387C Vegetation 23.5 1.3 <0.05 28 11.63 43.0 <0.02 <1 0.4 9.9 <10 <2
1388 Vegetation 130.0 0.1 <0.05 0.4 0.10 04 <0.02 <1 <0.1 11.6 <10 <2
1389 Vegetation 131.5 <0.1 <0.05 0.2 0.10 0.3 <0.02 <1 0.1 8.8 <10 <2
1390 Vegetation 187.7 <0.1 <0.05 0.2 0.07 0.3 <0.02 <1 <0.1 6.6 <10 <2
1391 Vegetation 93.4 <0.1 <0.05 0.2 0.09 0.2 <0.02 <1 <0.1 8.5 <10 <2
1392 Vegetation 157.0 <0.1 <0.05 0.2 0.11 0.3 <0.02 <1 <0.1 9.9 <10 <2
1393 Vegetation 35.2 <0.1 <0.05 0.2 0.07 0.2 <0.02 <1 <0.1 6.0 <10 <2
1276 Vegetation 70.5 <0.1 <0.05 0.2 0.42 0.5 <0.02 <1 0.1 5.0 <10 <2
1277 Vegetation 55.3 <0.1 <0.05 0.3 0.09 04 <0.02 <1 <0.1 10.5 <10 <2
1278 Vegetation 88.8 <0.1 <0.05 0.2 0.17 0.3 <0.02 <1 <0.1 5.2 <10 <2
1407 Vegetation 119.0 <0.1 <0.05 0.3 0.05 0.2 <0.02 <1 <0.1 15.6 <10 <2
1428 Vegetation 122.4 <0.1 <0.05 0.2 0.33 0.5 <0.02 2 <0.1 8.0 <10 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT VAN19001784.1

Method | VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104
Analyte Mo Cu Pb Zn Ag Ni Co Mn Fe As U Au Th Sr Cd Sh Bi \" Ca P
Unit ppm  ppm  ppm  ppm ppb  ppm  ppm  ppm %  ppm  ppm ppb ppm  ppm ppm  ppm  ppm  ppm % %
MDL 0.01 0.01 0.01 0.1 2 0.1 0.1 1 0.01 0.1 0.1 0.2 0.1 0.5  0.01 0.02  0.02 2 0.01 0.001
Pulp Duplicates
1386 Vegetation A 3467 5482 219 7284 39 4.9 0.7 6041 0.06 02 <041 <02 <01 5423 022 014 <0.02 <2 1521 4.254
REP 1386 Qc 3335 5216 217 707.9 46 4.9 0.6 5940 0.06 <0.1 <0.1 <0.2 <01 5312 025 014 <0.02 <2 1497 4.116
Reference Materials
STD ASH-1 Standard 0.82 7141 9.44 180.0 41 1337 183 1223 234 4.3 0.7 5.1 38 9836 024 013 0.12 50 18.63 0.252
STD DS11 Standard 1452 154.63 139.34 338.6 2002 814  14.0 988 3.15 454 26 783 82 736 233 7.05 1372 48  1.03 0.070
STD ASH-1 Expected 0.84 73 883 175 35 133 172 1134  2.28 4.1 0.6 5 3.7 944 027 017  0.13 49 1854  0.24
STD DS11 Expected 13.9 156 138 345 1710 819 142 1055 3.2082 428 259 79 765 673 237 72 122 50 1.063 0.0701
BLK Blank <0.01 0.04 0.02 <01 <2 <01 <0.1 1 <0.01 <0.1 <0.1 <0.2 <041 <0.5 <0.01 <0.02 <0.02 <2 <0.01 <0.001

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT VAN19001784.1

Method | VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104
Analyte La Cr Mg Ba Ti B Al Na K w Sc TI S Se Te Ga Cs Ge Hf Nb)
Unit ppm  ppm %  ppm  ppm  ppm % % %  ppm  ppm  ppm % ppm  ppm  ppm  ppm  ppm  ppm  ppm
MDL 0.5 0.5  0.01 0.5 10 20 0.01 0.001 0.01 0.1 0.1 0.02  0.02 0.1 0.02 0.1 0.02 0.1 0.02  0.02
Pulp Duplicates
1386 Vegetation A <0.5 <05 227 644 199 337  0.03 0.252 >10 0.1 0.8 <0.02 080 <01 <0.02 1.0 065 <01 <0.02 <0.02
REP 1386 Qc <05 <05 221 63.5 190 350 0.03 0.247 >10  <0.1 0.7 <0.02 079 <0.1 <0.02 1.0 066 <01 <002 0.03
Reference Materials
STD ASH-1 Standard 147 1615 193 9438 205 333 296 0569 122  <0.1 89 015 039 <01 0.04 6.1 1.07 <01 0.02  0.03
STD DS11 Standard 17.8  60.7 0.83 4279 933 <20 115 0.073 042 2.8 33 491 0.27 23 450 60 290 <0.1 0.06 1.24
STD ASH-1 Expected 12.8 159  1.91 94.5 200 294 295 055 117 0 85 012 041 0.5 0.06 6.1 0.96 0.1 0.16  0.05)
STD DS11 Expected 186 615 0.85 417 976 1.129 0.0694 0.4 2.9 3.1 49 0.2835 19 456 47 288 008 0.06 1.2
BLK Blank <0.5 <0.5 <0.01 <0.5 <10 <20 <0.01 <0.001 <0.01 <0.1 <0.1 <0.02 <0.02 <01 <0.02 0.2 <0.02 <01 <002 <0.02

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method | VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104 VG104
Analyte Rb Sn Ta Zr Y Ce In Re Be Li Pd Pt
Unit ppm ppm ppm ppm ppm ppm ppm ppb ppm ppm ppb ppb)
MDL 0.1 0.1 0.05 0.1 0.01 0.1 0.02 1 0.1 0.1 10 2
Pulp Duplicates
1386 Vegetation A 152.2 <0.1 <0.05 0.3 0.08 0.3 <0.02 <1 <0.1 11.0 <10 <2
REP 1386 QC 149.6 <0.1 <0.05 0.3 0.07 0.3 <0.02 <1 0.1 125 <10 <2
Reference Materials
STD ASH-1 Standard 18.4 0.6 <0.05 1.1 10.24 25.8 0.05 <1 0.4 12.9 <10 3]
STD DS11 Standard 33.8 1.9 <0.05 2.7 7.77 37.0 0.24 48 1.1 23.7 99 172
STD ASH-1 Expected 18.3 0.7 0 6 9.2 26 0.03 1 0.4 12 20 3]
STD DS11 Expected 33.6 1.8 2.4 7.82 37 0.24 50 0.67 23.3 100 172
BLK Blank <0.1 <0.1 <0.05 <0.1  <0.01 <0.1 <0.02 <1 <0.1 <0.1 <10 <2

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.



